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ОБОСНОВАНИЕ ВЫБОРА
ТЕХНОЛОГИЧЕСКОГО ОБЕСПЕЧЕНИЯ
ИЗНОСОСТОЙКОСТИ ТВЕРДЫХ ПОКРЫТИЙ
НА ОСНОВЕ ПРОЧНОСТНОГО КРИТЕРИЯ

Приведены теоретический анализ и результаты эксперимен-
тальной проверки процесса ударно-абразивного изнашива-
ния твердых покрытий, полученных лазерным легировани-
ем. С позиций механики контактного разрушения разрабо-
тан прочностной критерий износостойкости. Его введение
позволяет более обоснованно подходить к технологическому
выбору твердых покрытий при оценке их износостойкости.

On the choice of technological provision the hard coverings
wear resistance on the base of strength criterion / K.S. Kolesnikov,
Yu.V. Kolesnikov

The theoretical analysis and results of experimental testing the impact-
abrasive wearing processes of hard coatings, received by laser alloying,
are presented. On the basis of contact destroying mechanics the strength
criterion of wear resistance is worked out. It allows to choose the hard
coatings with more substantiation after estimation their wear resistance
characteristic. Tab.1. Fig.1. Refs.25.
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