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ПОЛУЧЕНИЕ КРЕМНИЯ ДЛЯ СОЛНЕЧНЫХ
БАТАРЕЙ ДВУХСТАДИЙНЫМ
КАРБОТЕРМИЧЕСКИМ СПОСОБОМ

Проведен термодинамический анализ двухстадийного про-
цесса получения кремния для изготовления солнечных ба-
тарей. Обоснована принципиальная возможность разработ-
ки двухстадийного способа получения кремния карботерми-
ческим методом. Показана целесообразность использования
пониженного давления на первой стадии процесса. Экспери-
ментально определены параметры первой стадии процесса
и сформулированы рекомендации по проведению второй ста-
дии восстановления кремнезема.

Production of silicon for solar battery by two-stage carbo-thermal
method / I.M. Abdyukhanov, E.A. Bogachev, Yu.A. Ivanov // Vestnik
MGTU. Machinostroenie. 1999. No. 3. P. 29–37.

Thermodynamic analysis is carried out for two-stage carbo-thermal
process of silicon production for solar batteries. This method capability is
substantiated. It is shown that reduced pressure is advisable for the process
first stage. The first stage parameters are experimentally determined;
recommendations for realization of the process second stage (silica SiCo
reduction) are formulated. Figs.4. Refs.7.
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