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СТРУКТУРА АЗОТИРОВАННЫХ СТАЛЕЙ
ПОСЛЕ ЗАКАЛКИ И ОТПУСКА

Приведены результаты изучения структуры азотированных
сталей и модельных Fe–Cr-сплавов после закалки и отпуска.
Установлено, что нитридные выделения, образующиеся при
отпуске азотированных сталей, подобны образующимся при
азотировании. Однако более высокая плотность дефектов
кристаллического строения азотистого мартенсита закал-
ки приводит к увеличению доли более крупных гетерогенных
выделений. Эта разница менее заметна в сталях мартен-
ситного класса, сохраняющих высокую плотность дефектов
кристаллического строения после отпуска перед азотирова-
нием.
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Results of investigating the structure of nitride hardened steels and
model Fe–Cr alloys after hardening and drawback, are presented. It is
found that the nitride exudation at drawbacking the nitrided steels is
similar to this exudation at the nitride hardening. However, higher density
of crystal composition defects in the hardening nitrogen martensite, leads
to increasing the dole of larger heterogeneous exudation. This difference is
less evident in the martensite steels preserving high density of crystalline
structure defects after drawback and before nitride hardening. Figs.4.
Refs.3.
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