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РАСЧЕТ ТЕМПЕРАТУРНОГО ПОЛЯ
В ПРОКАТНОМ ВАЛКЕ
ПРИ ИНДУКЦИОННОЙ ЗАКАЛКЕ

Предложена методика расчета температурного поля при
индукционной закалке прокатного валка. Решение нелиней-
ной нестационарной задачи теплопроводности проведе-
но методом конечных элементов. Для аппроксимации про-
изводной по времени использована безусловно устойчивая
конечно-разностная схема Кранка–Никольсона. Принята за-
висимость теплофизических коэффициентов как от темпе-
ратуры, так и фазового состава. Приведено сопоставление
расчетных значений с экспериментальными данными.

Stress state calculation in the roll under induction hardening /
A.M. Pokrovsky

Approach to calculate temperature field of a roll under induction
hardening, is proposed. The solution of non-linear non-stable problem
of thermal conductivity is performed by means of the finite element
method. The Crunk–Nickolson’s unconditionally stable finite difference
circuit is counted for approximating a derivative with respect to time.
Thermal and physical coefficients’ dependencies both on temperature and
phase composition are specified. A comparison of calculated and available
experiment al data is given. Figs.4. Tabs.1. Refs.11.
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